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Test Parameters Result
Chemical tests Al B1 C1
Migration of Certain Elements M M M
Remarks . | M = Meets client’s requirement
F = Below client’s requirement
| = Inconclusive

* = No specified requirement

# = For 2-composite mix with results exceeding one half of the relevant
requirements or 3-composite mix with results exceeding one third of the
relevant requirements, the composite sample may have the possibility
of one or more components that can lead to a failure result, therefore, it
is recommended to test on individual basis.

Notes: | Conclusions on meet/fail are based on the test result from the actual sampling of the received sample(s).

The composite sampling method is based on the client’s special request and is a modification from the testing
standard.

Residual sample can be returned to client if requested.

The test results relate to the tested items only.
Test reports without SGS seal and authorized signatures are invalid.
Reported results do not include uncertainties.

Issued in Istanbul
Signed for and on behalf of
SGS Supervise Gézetme Etid Kontrol Servisleri A.S.

Selen Harman Yagiz Barin
Customer Services Team Leader Section Manager
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“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

www.sgs.com/terms and conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at

www.sgs.com/terms e-document.htm.

Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its
Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the tr ion documents. This document
cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.”

In this Test Report tests marked (1) are included in the IAS Accreditation Scope of this Laboratory. Opinions and interpretations expressed herein are outside
the scope of IAS Accreditation.
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Component List / List of Materials for Chemical Test
Sample No. | Sample Description Material No. Component Material Colour
A Hybrid Acrylic A1 Dye Dye White
B Hybrid Metallic B1 Dye Dye White
C Dora Hybrid Metallic C1 Dye Dye White

“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at
www.sgs.com/terms and conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at
www.sgs.com/terms e-document.htm.
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its
ion documents. This document
cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.”
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Migration of Certain Elements’
Test Method: With reference to EN 71-3:1994 + A1:2000 + AC:2002 (withdrawn) - Analysis by ICP-OES
Component Al B1 c1
Antimony (Sb) n.d. n.d. n.d.
Arsenic (As) n.d. n.d. n.d.
Cadmium (Cd) n.d. n.d. n.d.
Chromium (Cr) n.d. n.d. n.d.
Lead (Pb) n.d. n.d. n.d.
Mercury (Hg) n.d. n.d. n.d.
Barium (Ba) n.d. n.d. n.d.
Selenium (Se) n.d. n.d. n.d.

Conclusion Pass Pass Pass
Note(s):
n.d. = not detected
Detection Limit (s)=  Sb: 5 mg/kg, As: 2,5 mg/kg, Ba: 10 mg/kg, Cd: 5 mg/kg, Cr: 5 mg/kg, Pb: 5 mg/kg, Hg: 5 mg/kg, Se:
Recommended Max. 1S(t)):ngss(;)/l:gg/kg, As: 25 mg/kg, Ba: 1000 mg/kg, Cd: 75 mg/kg, Cr: 60 mg/kg, Pb: 90 mg/kg, Hg: 60
Limit(s)= mg/kg, Se: 500 mg/kg
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* * * End of Test Report * * *

“This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

www.sgs.com/terms and conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at

www.sgs.com/terms e-document.htm.

Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructi if any. The Company’s sole responsibility is to its
Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document
cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.”

In this Test Report tests marked (1) are included in the IAS Accreditation Scope of this Laboratory. Opinions and interpretations expressed herein are outside
the scope of IAS Accreditation.

EGEEJMMMEIHHWI Iz Istanbul Plars Badlar Wan Csmanpass Cad Mood E Girsl GOnesi 34209 bstankbal - T
Serasien A & | { [B0-F1E) 368 4000 | [D0-213) 205 &7 BE3 muqﬁa

birpba £l S0S Cring (Hoids (e i Sarwsllaras!



